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JAME.  Quality inspection report
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ANHAO INDUSTRIAL(SHANGHAI)CO.,LTD Material inspection report

VIRl AAEE A= HY: 2018-6-28 HyES: AH99.7

Material name: Zinc oxide Date: 2018-6-28 Document No: AH99.7

e HIA: 2018-6-28 K i hrifE: GBT-3185-92 fit5: AHZ20180628

Date of inspection: 2018-6-28 Inspection standards: GBT-3185-92 Batch number: AHZ20180628

e 8onl S
Batch Quantity: 80tons Appearance
i H G AR E ol 5 5
Item Eligibility Test results
criteria
Composition ZnO% (Dry goods) =99.7 99.7
& e NIL NIL
Metal Zinc
FAbs <0.037 0.0028
PbO
A <0.0004 0.0001
CuO
ERERAEY) <0.005 0.0016
Matter insoluble
Ay <02 0.12
Loss of weight on ignition
i <0.0002 0.0001
Me
F % 320 320
Particle size
IKIEH) <0.4 0.1
Mattery soluble in water
iR <0.2 0.09
Pemnant
¥ 46 45 S Conclusion Regular
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